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Micro-LEDs and Superluminescent Diodes:  Optical Properties and Carrier Dynamics 

Comparison of active region area of planar m-plane 
LEDs with (a) 3 hr. long p-GaN growth and (b) 45 min 
long p-GaN growth. The active region quality is 
improved considerably in the shorter p-GaN growth. 

(b) 

Advantages of SLDs over LEDs and Lasers 

Applications of visible SLDs 

SLD 

Higher radiative efficiency  Lower blueshift Shorter carrier lifetime (larger modulation BW) 

Allows thicker QWs (higher confinement, lower droop, AlGaN-cladding-free) 

   
 

Polar Nonpolar 

Energy band simulations of polar and nonpolar active regions at 100 A/cm2 

Comparison of the expression for IQE using the ABC model for spontaneous 
emission dominated devices (LEDs) and stimulated emission dominated 

devices (SLDs and laser diodes)[J. J. Wierer et al., (2013)] 

p-AlGaN EBL 

3 x InGaN/ GaN QWs SCH 

(a) Epitaxial layer structure of the SLD indicating the separately-confined 
heterostructure guiding, whose simulated mode profile using Lumerical 

(FDTD) is shown in (b). (c) Pictographic illustration of a fabricated tapered 
waveguide SLD (TSLD). (d) A TSLD under electrical operation. 

Advantages of nonpolar SLDs over c-plane SLDs 

SLDs Optical and RF Characterization 

(a) L-J-V characteristics of TSLD. Spectral evolution is shown in (b). (c) Linewidth and total integrated power of the EL spectrum versus 
current density. 

(d) Normalized EL spectra of LED, SLD, and laser on the same chip. (e) Frequency response of the TSLD. The -3 dB RF modulation 
bandwidth is obtained and plotted versus current density in (f). The log(f3dB) goes linearly as a function of J in the superluminescene 
regime due to the exponential increase of the o/p power with J, evident from the above equation. 

(a) (b) (c) 

(d) (e) (f) 
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Small-signal rate equations 

𝜏𝑟𝑒𝑐 = 𝑅𝑤𝐶𝑤 

𝜏0 = 𝑅𝑐𝐶𝑡𝑜𝑡 𝜏𝑒𝑠𝑐 = 𝑅𝑐𝐶𝑤 

𝜏𝑅𝐶 =
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Associated carrier lifetimes 
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(a) 

Carrier Dynamics Measurements 

Micro-LEDs Optical and RF Characterization 

𝑣𝑜𝑢𝑡
𝑣𝑖𝑛

=
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𝑍𝑖𝑛 = 𝑅𝑠 +
𝑅𝑐(1 + 𝑗𝜔𝑅𝑤𝐶𝑤) + 𝑅𝑤

(1 + 𝑗𝜔𝑅𝑤𝐶𝑤)(1 + 𝑗𝜔𝑅𝑐𝐶𝑡𝑜𝑡) + 𝑗𝜔𝐶𝑡𝑜𝑡𝑅𝑤
 

Input impedance model 

Frequency response model 
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Carrier dynamics model 

RF measurement station Measured responses with fits 

Core-shell nanowire LEDs with 1.2 GHz bandwidth 

Nonpolar m-plane LEDs with 1.5 GHz bandwidth 

Temperature-dependent carrier dynamics (radiative and non-radiative rates) 

Modulation bandwidth vs. orientation Micro-LED structure 
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